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Specification

Chemical Composition (%, Max.)

Properties
 

Form Thickness (mm) Width (mm) Length (mm) Standard Purity 
Foil 0.03-0.07 30-200 >50 ASTM B708-98 ≥99.95% or 99.99% 
Strip 0.03 1-1.5 Up to 50000 ASTM B708-98 ≥99.95% or 99.99% 

 

Element C O N H Fe Mo Nb Ni Si Ti W Ta 
R05200 0.01 0.015 0.01 0.0015 0.01 0.02 0.1 0.01 0.005 0.01 0.05 Remainder 
R05400 0.01 0.03 0.01 0.0015 0.01 0.02 0.1 0.01 0.005 0.01 0.05 Remainder 

 

Proper�es Unit Value 
Density g/cm3 16.6 
Mel�ng Point ℃ 2,996 
Boiling Point ℃ 5,430 
Tensile Strength psi 35,000-70,000 
Young's Modulus of Elas�city lb/in2 27 x 106 
Poisson's Ra�o - 0.35 
Linear Coefficient of Expansion per ℃ 6.5 x 10-6 
Thermal Conduc�vity W/m·K 57.5  
Thermal Expansion µm/m·K 6.3 
Vickers Hardness MPA 870-1200 
Specific Heat at 20℃ cal/g/℃ 0.036  
Electrical Conduc�vity IACS 13% 

Electrical Resis�vity at 20℃ nΩ·m 135.0 
Recrystalliza�on Temperature ℃ 1200-1400 
Stress Relieving Temperature ℃ 850 

 

Tantalum Foil, Tantalum Strip
TA0002
ASTM B708-98
Customized
Grey
UNS R05200, UNS R05400
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